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Set #: 22 Sample #: 6317 Placement Date: 12/11/2025 Technician: Barnhart, Jayce CloudyWeather Conditions: 57Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb & Gutter median Jackson Creek at Hwy 105
intersection


39.0924931 / ­104.8549095Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


22 4027
12041922


10.00 Slump: 4
Spec: 4 ­ 6


Result: 5
Spec.: 5 ­ 8


141.0 75 57


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


22 / 20488 7 12/18/2025 4580 Type 2


Average Strength (psi): 7 Day ­ 4580 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 22 Sample #: 6317 Placement Date: 12/11/2025 Technician: Jayce, Barnhart CloudyWeather Conditions: 57Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb & Gutter median Jackson Creek at Hwy 105
intersection


39.0924931 / ­104.8549095Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


22 4027
12041922


10.00 Slump: 4
Spec: 4 ­ 6


Result: 5
Spec.: 5 ­ 8


141.0 75 57


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


22 / 20488 7 12/18/2025 4580 Type 2


22 / 20489 28 01/08/2026 5580 Type 2


22 / 20490 28 01/08/2026 5400 Type 2


22 / 20491 28 01/08/2026 5530 Type 2


Average Strength (psi): 7 Day ­ 4580 psi, 28 Day ­ 5500 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 23 Sample #: 6337 Placement Date: 12/12/2025 Technician: Brady, Devin Partly CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Jackson Creek Parkway, 200’ North & 3’ West off the
intersection with Fat Tire.


39.09156047 / ­104.8555451Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


23 2106
14046901


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 7.5
Spec.: 5 ­ 8


141.9 68 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


23 / 21054 7 12/19/2025 4510 Type 2


Average Strength (psi): 17 Day ­ 4510 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 23 Sample #: 6337 Placement Date: 12/12/2025 Technician: Brady, Devin Partly CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Jackson Creek Parkway, 200’ North & 3’ West off the
intersection with Fat Tire.


39.09156047 / ­104.8555451Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


23 2106
14046901


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 7.5
Spec.: 5 ­ 8


141.9 68 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


23 / 21054 7 12/19/2025 4510 Type 2


23 / 21055 28 01/09/2026 5470 Type 3


23 / 21056 28 01/09/2026 5640 Type 2


23 / 21057 28 01/09/2026 5330 Type 2


Average Strength (psi): 7 Day ­ 4510 psi, 28 Day ­ 5480 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 24 Sample #: 6364 Placement Date: 12/15/2025 Technician: Spring, Matt SunnyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Median, Jackson Creek and Fat Tire Dr., 50' North 39.0911975 / ­104.8553344Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


24 4101
12042037


10.00 Slump: 5
Spec: 3 ­ 7


Result: 5.6
Spec.: 5 ­ 8


142.8 77 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


24 / 20656 7 12/22/2025 5090 Type 2


Average Strength (psi): 7 Day ­ 5090 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 24 Sample #: 6364 Placement Date: 12/15/2025 Technician: Spring, Matt SunnyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Median, Jackson Creek and Fat Tire Dr., 50' North 39.0911975 / ­104.8553344Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


24 4101
12042037


10.00 Slump: 5
Spec: 3 ­ 7


Result: 5.6
Spec.: 5 ­ 8


142.8 77 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


24 / 20656 7 12/22/2025 5090 Type 2


24 / 20657 28 01/12/2026 5490 Type 2


24 / 20658 28 01/12/2026 5250 Type 2


24 / 20659 28 01/12/2026 5700 Type 3


Average Strength (psi): 7 Day ­ 5090 psi, 28 Day ­ 5480 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 25 Sample #: 6372 Placement Date: 12/16/2025 Technician: Spring, Matt CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Jackson creek Parkway median, 100' North of Jackson
creek Parkway and Laughing Lab Way.


39.0916037 / ­104.8550747Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


25 2001
12042068


7.50 Slump: 5
Spec: 3 ­ 7


Result: 6.5
Spec.: 5 ­ 8


139.2 70 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


25 / 20689 7 12/23/2025 4510 Type 2


Average Strength (psi): 7 Day ­ 4510 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 25 Sample #: 6372 Placement Date: 12/16/2025 Technician: Matt, Spring CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Jackson creek Parkway median, 100' North of Jackson
creek Parkway and Laughing Lab Way.


39.0916037 / ­104.8550747Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


25 2001
12042068


7.50 Slump: 5
Spec: 3 ­ 7


Result: 6.5
Spec.: 5 ­ 8


139.2 70 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


25 / 20689 7 12/23/2025 4510 Type 2


25 / 20690 28 01/13/2026 4890 Type 2


25 / 20691 28 01/13/2026 4720 Type 5


25 / 20692 28 01/13/2026 4930 Type 3


Average Strength (psi): 7 Day ­ 4510 psi, 28 Day ­ 4850 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 26 Sample #: 6409 Placement Date: 12/18/2025 Technician: Gutierrez, Mike WindyWeather Conditions: 34Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk of Northbound Lane of Jackson Creek. 10' South
and 5' East of Southeast corner of intersection of Jackson
creek and Laughing Lab.


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


26 2105
14047100


9.00 Slump: 4
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


143.8 72 34


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


26 / 20962 7 12/25/2025 4760 Type 3


Average Strength (psi): 8 Day ­ 4760 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 26 Sample #: 6409 Placement Date: 12/18/2025 Technician: Mike, Gutierrez WindyWeather Conditions: 34Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk of Northbound Lane of Jackson Creek. 10' South
and 5' East of Southeast corner of intersection of Jackson
creek and Laughing Lab.


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


26 2105
14047100


9.00 Slump: 4
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


143.8 72 34


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


26 / 20962 7 12/25/2025 4760 Type 3


26 / 20963 28 01/15/2026 6360 Type 2


26 / 20964 28 01/15/2026 6300 Type 3


26 / 20965 28 01/15/2026 6190 Type 2


Average Strength (psi): 7 Day ­ 4760 psi, 28 Day ­ 6290 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 27 Sample #: 6544 Placement Date: 01/07/2026 Technician: Devin, Brady CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Fat tire Dr 30’ North 5’ West off the Southwest corner of
intersection Jackson Creek parkway


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


27 4024
12042674


17.00 Slump: 4
Spec: 3 ­ 5


Result: 7.5
Spec.: 5 ­ 8


140.6 66 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


27 / 21467 7 01/14/2026 4060 Type 2


Average Strength (psi): 7 Day ­ 4060 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 27 Sample #: 6544 Placement Date: 01/07/2026 Technician: Devin Brady CloudyWeather Conditions: 48Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Fat tire Dr 30’ North 5’ West off the Southwest corner of
intersection Jackson Creek parkway


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


27 4024
12042674


17.00 Slump: 4
Spec: 3 ­ 5


Result: 7.5
Spec.: 5 ­ 8


140.6 66 48


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


27 / 21467 7 01/14/2026 4060 Type 2


27 / 21468 28 02/04/2026 5240 Type 3


27 / 21469 28 02/04/2026 6000 Type 3


27 / 21470 28 02/04/2026 5460 Type 3


Average Strength (psi): 7 Day ­ 4060 psi, 28 Day ­ 5570 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/12/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 29 Sample #: 6694 Placement Date: 01/28/2026 Technician: Jack Bowyer Partly CloudyWeather Conditions: 31Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: South sidewalk, 5ft West of Southwest corner of Hwy 105
& Jackson Creek Pkwy


39.0930112 / ­104.8556276Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


29 4102
12043395


11.00 Slump: 4
Spec: 3 ­ 5


Result: 5.4
Spec.: 5 ­ 8


142.4 72 31


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


29 / 21908 7 02/04/2026 4070 Type 3


Average Strength (psi): 7 Day ­ 4070 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/12/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 29 Sample #: 6694 Placement Date: 01/28/2026 Technician: Jack Bowyer Partly CloudyWeather Conditions: 31Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: South sidewalk, 5ft West of Southwest corner of Hwy 105
& Jackson Creek Pkwy


39.0930112 / ­104.8556276Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


29 4102
12043395


11.00 Slump: 4
Spec: 3 ­ 5


Result: 5.4
Spec.: 5 ­ 8


142.4 72 31


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


29 / 21908 7 02/04/2026 4070 Type 3


29 / 21909 28 02/25/2026 5690 Type 2


29 / 21906 28 02/25/2026 5400 Type 2


29 / 21907 28 02/25/2026 5200 Type 2


Average Strength (psi): 7 Day ­ 4070 psi, 28 Day ­ 5430 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/25/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 30 Sample #: 6716 Placement Date: 01/29/2026 Technician: Michael Crytser SunnyWeather Conditions: 38Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: South bound lane, 60 ft South of Highway 105 and Jackson
creek


39.0921418 / ­104.8550886Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


30 4027
21190817


7.00 Slump: 3
Spec: 3 ­ 5


Result: 6
Spec.: 5 ­ 8


141.6 58 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


30 / 21960 7 02/05/2026 4930 Type 3


Average Strength (psi): 7 Day ­ 4930 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/12/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 30 Sample #: 6716 Placement Date: 01/29/2026 Technician: Michael Crytser SunnyWeather Conditions: 38Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: South bound lane, 60 ft South of Highway 105 and Jackson
creek


39.0921418 / ­104.8550886Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


30 4027
21190817


7.00 Slump: 3
Spec: 3 ­ 5


Result: 6
Spec.: 5 ­ 8


141.6 58 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


30 / 21960 7 02/05/2026 4930 Type 3


30 / 21961 28 02/26/2026 5670 Type 3


30 / 21962 28 02/26/2026 5790 Type 2


30 / 21963 28 02/26/2026 5840 Type 3


Average Strength (psi): 7 Day ­ 4930 psi, 28 Day ­ 5770 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/04/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 31 Sample #: 6731 Placement Date: 01/30/2026 Technician: Michael Crytser SunnyWeather Conditions: 39Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Pedestrian ramp, South west corner of Jackson creek and
Highway 105


39.0918835 / ­104.8554713Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


31 2001
21190824


10.00 Slump: 3 1/2
Spec: 3 ­ 5


Result: 6.2
Spec.: 5 ­ 8


142.0 58 39


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


31 / 21944 7 02/06/2026 5040 Type 3


Average Strength (psi): 7 Day ­ 5040 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/12/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 31 Sample #: 6731 Placement Date: 01/30/2026 Technician: Michael Crytser SunnyWeather Conditions: 39Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Pedestrian ramp, South west corner of Jackson creek and
Highway 105


39.0918835 / ­104.8554713Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


31 2001
21190824


10.00 Slump: 3 1/2
Spec: 3 ­ 5


Result: 6.2
Spec.: 5 ­ 8


142.0 58 39


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


31 / 21944 7 02/06/2026 5040 Type 3


31 / 21945 28 02/27/2026 5990 Type 3


31 / 21946 28 02/27/2026 6020 Type 3


31 / 21947 28 02/27/2026 6260 Type 3


Average Strength (psi): 7 Day ­ 5040 psi, 28 Day ­ 6090 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 32 Sample #: 6753 Placement Date: 02/02/2026 Technician: Kirby Hooker CloudyWeather Conditions: 54Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk and Pedestrian Ramps on Southeast Corner of
Jackson Creek Pkwy. and Highway 105


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


32 2216
21190831


4.00 Slump: 3
Spec: 3 ­ 7


Result: 5
Spec.: 5 ­ 8


141.6 62 54


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


32 / 22065 7 02/09/2026 4720 Type 3


Average Strength (psi): 7 Day ­ 4720 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/18/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 32 Sample #: 6753 Placement Date: 02/02/2026 Technician: Kirby Hooker CloudyWeather Conditions: 54Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk and Pedestrian Ramps on Southeast Corner of
Jackson Creek Pkwy. and Highway 105


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


32 2216
21190831


4.00 Slump: 3
Spec: 3 ­ 7


Result: 5
Spec.: 5 ­ 8


141.6 62 54


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


32 / 22065 7 02/09/2026 4720 Type 3


32 / 22066 28 03/02/2026 5810 Type 3


32 / 22067 28 03/02/2026 5470 Type 2


32 / 22068 28 03/02/2026 5690 Type 3


Average Strength (psi): 7 Day ­ 4720 psi, 28 Day ­ 5660 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 33 Sample #: 6773 Placement Date: 02/03/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 40Air Temp (°F):


Contractor: Enterprise inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Exterior slab around light poles on East and West side of
Jackson Creek Pkwy at intersection of Jackson Creek
Pkwy & State Highway 105


39.0930253 / ­104.85475091Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


33 2107
12043497


7.00 Slump: 6 1/4
Spec: 5 ­ 7


Result: 5.5
Spec.: 5 ­ 8


139.5 65 40


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


33 / 22150 7 02/10/2026 4140 Type 3


Average Strength (psi): 7 Day ­ 4140 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/18/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 33 Sample #: 6773 Placement Date: 02/03/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 40Air Temp (°F):


Contractor: Enterprise inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Exterior slab around light poles on East and West side of
Jackson Creek Pkwy at intersection of Jackson Creek
Pkwy & State Highway 105


39.0930253 / ­104.85475091Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


33 2107
12043497


7.00 Slump: 6 1/4
Spec: 5 ­ 7


Result: 5.5
Spec.: 5 ­ 8


139.5 65 40


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


33 / 22150 7 02/10/2026 4140 Type 3


33 / 22151 28 03/03/2026 4610 Type 2


33 / 22152 28 03/03/2026 4410 Type 5


33 / 22153 28 03/03/2026 4470 Type 2


Average Strength (psi): 7 Day ­ 4140 psi, 28 Day ­ 4500 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 34 Sample #: 6834 Placement Date: 02/06/2026 Technician: Jayce Barnhart SunnyWeather Conditions: 51Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb and Gutter on median of Jackson Creek Pkwy. South
of the Intersection of Jackson Creek Pkwy. and Fat Tire Dr.


39.0907314 / ­104.856161Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


34 2105
14048185


8.00 Slump: 5
Spec: 4 ­ 6


Result: 6
Spec.: 5 ­ 8


140.4 72 51


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


34 / 22362 7 02/13/2026 3520 Type 2


Average Strength (psi): 7 Day ­ 3520 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/18/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 34 Sample #: 6834 Placement Date: 02/06/2026 Technician: Jayce Barnhart SunnyWeather Conditions: 51Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb and Gutter on median of Jackson Creek Pkwy. South
of the Intersection of Jackson Creek Pkwy. and Fat Tire Dr.


39.0907314 / ­104.856161Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


34 2105
14048185


8.00 Slump: 5
Spec: 4 ­ 6


Result: 6
Spec.: 5 ­ 8


140.4 72 51


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


34 / 22362 7 02/13/2026 3520 Type 2


34 / 22363 28 03/06/2026 4250 Type 2


Average Strength (psi): 7 Day ­ 3520 psi, 28 Day ­ 4250 psi


56 Day Breaks will be provided when available.


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 35 Sample #: 6848 Placement Date: 02/09/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 38Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk on west side of Jackson Creek from intersection
on hwy 105 and Jackson creek to Laughing Lab Way and
Jackson creek.


39.09242519 / ­104.85513947Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


35 2217
12043677


10.00 Slump: 4 1/4
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


140.8 70 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


35 / 22386 7 02/16/2026 4080 Type 2


Average Strength (psi): 7 Day ­ 4090 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/23/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 35 Sample #: 6848 Placement Date: 02/09/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 38Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk on west side of Jackson Creek from intersection
on hwy 105 and Jackson creek to Laughing Lab Way and
Jackson creek.


39.09242519 / ­104.85513947Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


35 2217
12043677


10.00 Slump: 4 1/4
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


140.8 70 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


35 / 22386 7 02/16/2026 4080 Type 2


35 / 22387 28 03/09/2026 4370 Type 3


Average Strength (psi): 7 Day ­ 4090 psi, 28 Day ­ 4370 psi


56 Day Breaks will be provided when available.


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 36 Sample #: 6867 Placement Date: 02/10/2026 Technician: Dillon Mercer CloudyWeather Conditions: 30Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk on the Northeast corner of intersection of Hwy
105 and Jackson Creek Way, 2’ North of light pole, 5’ West
& 15’ East of light pole.


39.09327 / ­104.85449328Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


36 4027
14048257


8.00 Slump: 4
Spec: 3 ­ 5


Result: 6.1
Spec.: 5 ­ 8


138.9 69 30


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


36 / 22437 7 02/17/2026 4430 Type 3


Average Strength (psi): 7 Day ­ 4430 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/23/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 36 Sample #: 6867 Placement Date: 02/10/2026 Technician: Dillon Mercer CloudyWeather Conditions: 30Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Sidewalk on the Northeast corner of intersection of Hwy
105 and Jackson Creek Way, 2’ North of light pole, 5’ West
& 15’ East of light pole.


39.09327 / ­104.85449328Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


36 4027
14048257


8.00 Slump: 4
Spec: 3 ­ 5


Result: 6.1
Spec.: 5 ­ 8


138.9 69 30


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


36 / 22437 7 02/17/2026 4430 Type 3


36 / 22438 28 03/10/2026 5370 Type 3


36 / 22439 28 03/10/2026 5530 Type 2


36 / 22440 28 03/10/2026 5270 Type 2


Average Strength (psi): 7 Day ­ 4430 psi, 28 Day ­ 5390 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/16/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 38 Sample #: 6969 Placement Date: 02/18/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 40Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Pedestrian Ramp and Sidewalk on the Southwest Corner of
Hwy 105 and Jackson Creek Pkwy.


39.09306509 / ­104.85522254Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


38 2031
21190862


10.00 Slump: 3 3/4
Spec: 3 ­ 5


Result: 5.1
Spec.: 5 ­ 8


143.1 60 40


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


38 / 22816 7 02/25/2026 5180 Type 5


Average Strength (psi): 7 Day ­ 5180 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


02/25/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 38 Sample #: 6969 Placement Date: 02/18/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 40Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: Pedestrian Ramp and Sidewalk on the Southwest Corner of
Hwy 105 and Jackson Creek Pkwy.


39.09306509 / ­104.85522254Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


38 2031
21190862


10.00 Slump: 3 3/4
Spec: 3 ­ 5


Result: 5.1
Spec.: 5 ­ 8


143.1 60 40


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


38 / 22816 7 02/25/2026 5180 Type 5


38 / 22817 28 03/18/2026 7250 Type 2


38 / 22818 28 03/18/2026 7420 Type 3


38 / 22819 28 03/18/2026 7480 Type 3


Average Strength (psi): 7 Day ­ 5180 psi, 28 Day ­ 7380 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/20/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 39 Sample #: 6992 Placement Date: 02/19/2026 Technician: Dillon Mercer SunnyWeather Conditions: 30Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Median along Jackson Creek Pkwy., immediately South of
the intersection of Jackson Creek Pkwy. and Hwy 105


39.09270676 / ­104.8549686Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


39 4104
14048584


10.00 Slump: 5
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


139.7 63 30


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


39 / 22885 7 02/26/2026 4580 Type 5


Average Strength (psi): 7 Day ­ 4580 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/04/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 39 Sample #: 6992 Placement Date: 02/19/2026 Technician: Dillon Mercer SunnyWeather Conditions: 30Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Median along Jackson Creek Pkwy., immediately South of
the intersection of Jackson Creek Pkwy. and Hwy 105


39.09270676 / ­104.8549686Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


39 4104
14048584


10.00 Slump: 5
Spec: 3 ­ 5


Result: 5.5
Spec.: 5 ­ 8


139.7 63 30


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


39 / 22885 7 02/26/2026 4580 Type 5


39 / 22886 28 03/19/2026 5780 Type 5


39 / 22887 28 03/19/2026 5500 Type 3


39 / 22888 28 03/19/2026 5940 Type 2


Average Strength (psi): 7 Day ­ 4580 psi, 28 Day ­ 5740 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/20/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 40 Sample #: 7003 Placement Date: 02/23/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 50Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Center median along Jackson Creek Pkwy, 300’ from
intersection on Jackson Creek Pkwy. and Hwy 105


39.09199611 / ­104.8555734Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


40 1913
14048642


10.00 Slump: 4 1/4
Spec: 3 ­ 5


Result: 6
Spec.: 5 ­ 8


140.8 73 50


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


40 / 22925 7 03/02/2026 4770 Type 2


Average Strength (psi): 7 Day ­ 4770 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 40 Sample #: 7003 Placement Date: 02/23/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 50Air Temp (°F):


Contractor: Enterprise INC Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Center median along Jackson Creek Pkwy, 300’ from
intersection on Jackson Creek Pkwy. and Hwy 105


39.09199611 / ­104.8555734Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


40 1913
14048642


10.00 Slump: 4 1/4
Spec: 3 ­ 5


Result: 6
Spec.: 5 ­ 8


140.8 73 50


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


40 / 22925 7 03/02/2026 4770 Type 2


40 / 22926 28 03/23/2026 5540 Type 3


40 / 22927 28 03/23/2026 5610 Type 5


40 / 22928 28 03/23/2026 5640 Type 5


Average Strength (psi): 7 Day ­ 4770 psi, 28 Day ­ 5600 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/29/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 41 Sample #: 7031 Placement Date: 02/24/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 50Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Median along Jackson Creek Pkwy, STA 24+50 on roadway
plans


39.0916587 / ­104.85507887Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


41 4103
R14048698


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 6.1
Spec.: 5 ­ 8


139.2 73 50


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


41 / 23041 7 03/03/2026 4100 Type 2


Average Strength (psi): 7 Day ­ 4100 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/09/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 41 Sample #: 7031 Placement Date: 02/24/2026 Technician: Dillon Mercer Sunny / Partly CloudyWeather Conditions: 50Air Temp (°F):


Contractor: Enterprise Inc Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Other Location Details: Median along Jackson Creek Pkwy, STA 24+50 on roadway
plans


39.0916587 / ­104.85507887Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


41 4103
R14048698


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 6.1
Spec.: 5 ­ 8


139.2 73 50


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


41 / 23041 7 03/03/2026 4100 Type 2


41 / 23042 28 03/24/2026 4990 Type 2


41 / 23043 28 03/24/2026 5230 Type 3


41 / 23044 28 03/24/2026 4820 Type 3


Average Strength (psi): 7 Day ­ 4100 psi, 28 Day ­ 5010 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


03/29/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 4 Sample #: 4816 Placement Date: 08/06/2025 Technician: Jayce Barnhart Partly CloudyWeather Conditions: 90Air Temp (°F):


Contractor: Wildcat Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Inlet Box Location Details: Inlet box top 100 ft West from Southwest corner of the
intersection at Jackson Creek / Hwy105


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


4 2219
12037212


3.00 Slump: 3 1/2
Spec: 3 ­ 5


Result: 5


Spec.: 5 ­ 8
142.2 78 90


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


4 / 16088 7 08/13/2025 3850 Type 2


4 / 16089 28 09/03/2025 4760 Type 3


4 / 16090 28 09/03/2025 4750 Type 3


4 / 16091 28 09/03/2025 4690 Type 5


Average Strength (psi): 7 Day ­ 3850 psi, 28 Day ­ 4730 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


09/05/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 5 Sample #: 5102 Placement Date: 09/05/2025 Technician: Jayce Barnhart CloudyWeather Conditions: 49Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb & gutter East of inlet, 100' West from Jackson Creek


Notes: Monument Inspector Tom approves wet weather pour


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


5 4102
12038203


10.00 Slump: 5
Spec: 4 ­ 6


Result: 5.5


Spec.: 5 ­ 8
142.0 66 49


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


5 / 16836 7 09/12/2025 4690 Type 3


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


09/17/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 5 Sample #: 5102 Placement Date: 09/05/2025 Technician: Jayce Barnhart CloudyWeather Conditions: 49Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb & gutter East of inlet, 100' West from Jackson Creek


Notes: Monument Inspector Tom approves wet weather pour


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


5 4102
12038203


10.00 Slump: 5
Spec: 4 ­ 6


Result: 5.5


Spec.: 5 ­ 8
142.0 66 49


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


5 / 16836 7 09/12/2025 4690 Type 3


5 / 16837 28 10/03/2025 5810 Type 2


5 / 16838 28 10/03/2025 6010 Type 3


5 / 16839 28 10/03/2025 5850 Type 2


Average Strength (psi): 7 Day ­ 4690 psi, 28 Day ­ 5890 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


10/10/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 6 Sample #: 5121 Placement Date: 09/08/2025 Technician: Matt Spring SunnyWeather Conditions: 69Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Hwy. 105 and I­25 Northbound off ramp, 30' East on Hwy.
105


39.0930449 / ­104.8564415Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


6 2218
12038298


10.00 Slump: 4 1/2
Spec: 3 ­ 7


Result: 6.2


Spec.: 5 ­ 8
140.4 75 69


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


6 / 16966 7 09/15/2025 4190 Type 3


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


09/17/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 6 Sample #: 5121 Placement Date: 09/08/2025 Technician: Matt Spring SunnyWeather Conditions: 69Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Hwy. 105 and I­25 Northbound off ramp, 30' East on Hwy.
105


39.0930449 / ­104.8564415Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


6 2218
12038298


10.00 Slump: 4 1/2
Spec: 3 ­ 7


Result: 6.2


Spec.: 5 ­ 8
140.4 75 69


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


6 / 16966 7 09/15/2025 4190 Type 3


6 / 16940 28 10/06/2025 4920 Type 2


6 / 16941 28 10/06/2025 5090 Type 2


6 / 16942 28 10/06/2025 5130 Type 2


Average Strength (psi): 7 Day ­ 4190 psi, 28 Day ­ 5050 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


10/10/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 7 Sample #: 5473 Placement Date: 10/02/2025 Technician: Bowyer, Jack SunnyWeather Conditions: 75Air Temp (°F):


Contractor: C & D Electrix Supplier: Burnco Mix Design: 40F5C0C8C 4000Specified Strength (psi):


Placement Location: Other Location Details: For the traffic signal base at the southwest corner of
Jackson Creek Parkway and Highway 105.


39.09308 / ­104.8555317Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


7 1379
20761386


6.00 Slump: 7 1/4
Spec: 6 1/2 ­ 8 1/2


Result: 6.4


Spec.: 5 ­ 8
138.0 88 75


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


7 / 17989 7 10/09/2025 2180 Type 3


7 / 17990 28 10/30/2025 3440 Type 5


Average Strength (psi): 7 Day ­ 2180 psi, 28 Day ­ 3440 psi


56 Day Breaks will be provided when available.


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 7 Sample #: 5473 Placement Date: 10/02/2025 Technician: Bowyer, Jack SunnyWeather Conditions: 75Air Temp (°F):


Contractor: C & D Electrix Supplier: Burnco Mix Design: 40F5C0C8C 4000Specified Strength (psi):


Placement Location: Other Location Details: For the traffic signal base at the southwest corner of
Jackson Creek Parkway and Highway 105.


39.09308 / ­104.8555317Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


7 1379
20761386


6.00 Slump: 7 1/4
Spec: 6 1/2 ­ 8 1/2


Result: 6.4


Spec.: 5 ­ 8
138.0 88 75


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


7 / 17989 7 10/09/2025 2180 Type 3


7 / 17990 28 10/30/2025 3440 Type 5


7 / 17991 56 11/27/2025 3840 Type 3


Average Strength (psi): 7 Day ­ 2180 psi, 28 Day ­ 3440 psi, 56 Day ­ 3840 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/30/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 7 Sample #: 5473 Placement Date: 10/02/2025 Technician: Jack, Bowyer SunnyWeather Conditions: 75Air Temp (°F):


Contractor: C & D Electrix Supplier: Burnco Mix Design: 40F5C0C8C 4000Specified Strength (psi):


Placement Location: Other Location Details: For the traffic signal base at the southwest corner of
Jackson Creek Parkway and Highway 105.


39.09308 / ­104.8555317Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


7 1379
20761386


6.00 Slump: 7 1/4
Spec: 6 1/2 ­ 8 1/2


Result: 6.4
Spec.: 5 ­ 8


138.0 88 75


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


7 / 17989 7 10/09/2025 2180 Type 3


7 / 17990 28 10/30/2025 3440 Type 5


7 / 17991 56 11/27/2025 3840 Type 3


7 / 17992 90 12/31/2025 4030 Type 5


Average Strength (psi): 7 Day ­ 2180 psi, 28 Day ­ 3440 psi, 56 Day ­ 3840 psi, 90 Day ­ 4030 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/19/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 8 Sample #: 5490 Placement Date: 10/03/2025 Technician: Crytser, Michael SunnyWeather Conditions: 77Air Temp (°F):


Contractor: C & D Electric Supplier: Burnco Mix Design: 40F5C0C8C 4000Specified Strength (psi):


Placement Location: Other Location Details: Caisson for the light pole on the southeast corner of
Highway 105 and Jackson Creek Parkway.


39.0926944 / ­104.8548936Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


8 1379
20761961


6.00 Slump: 8
Spec: 5 ­ 8


Result: 4.5


Spec.: 3 ­ 5
136.0 75 77


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


8 / 18074 7 10/10/2025 2950 Type 3


8 / 18075 28 10/31/2025 4120 Type 2


8 / 18076 28 10/31/2025 4220 Type 2


8 / 18077 28 10/31/2025 4140 Type 3


Average Strength (psi): 7 Day ­ 2960 psi, 28 Day ­ 4160 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 9 Sample #: 5645 Placement Date: 10/16/2025 Technician: Federle, Brad SunnyWeather Conditions: 68Air Temp (°F):


Contractor: C&D Electric Supplier: Burnco Mix Design: 40F5C1C8C 4000Specified Strength (psi):


Placement Location: Other Location Details: Signal Light Pole Base @ the Northwest corner of Hwy 105
& Jackson Creek Parkway. 4' North back of Curb & Gutter.


39.0931155 / ­104.8557795Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


9 1379
20765775


5.50 Slump: 5 1/4
Spec: 5 ­ 8


Result: 5.1


Spec.: 5 ­ 8
136.0 84 68


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


9 / 18461 7 10/23/2025 4040 Type 3


9 / 18462 28 11/13/2025 5410 Type 5


9 / 18463 28 11/13/2025 5460 Type 3


9 / 18464 28 11/13/2025 5040 Type 3


Average Strength (psi): 7 Day ­ 4040 psi, 28 Day ­ 5300 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 10 Sample #: 5704 Placement Date: 10/15/2025 Technician: Westhues, Ben SunnyWeather Conditions: 74Air Temp (°F):


Contractor: C & D Electric Inc Supplier: Burnco Mix Design: 40F5C1C8C 4000Specified Strength (psi):


Placement Location: Building Exterior ­ Light Post Pedestal Location Details: At the North point of the intersection at County Hwy 105
and Jackson Creek Pkwy


39.09327 / ­104.85509Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


10 1373
20765274


5.50 Slump: 4
Spec: 2 ­ 4


Result: 5


Spec.: 5 ­ 8
139.2 65 74


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


10 / 18659 7 10/22/2025 2820 Type 2


10 / 18660 28 11/12/2025 4200 Type 2


10 / 18661 28 11/12/2025 4390 Type 3


10 / 18662 28 11/12/2025 4210 Type 2


Average Strength (psi): 7 Day ­ 2820 psi, 28 Day ­ 4270 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 11 Sample #: 5821 Placement Date: 10/29/2025 Technician: Crytser, Michael SunnyWeather Conditions: 39Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: From the northeast corner of Laughing Lab Way and
Jackson Creek Parkway, 10 feet north.


39.0923945 / ­104.8549381Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


11 1635
12040504


10.00 Slump: 4
Spec: 4 ­ 6


Result: 5.6


Spec.: 5 ­ 8
143.2 70 39


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


11 / 19147 7 11/05/2025 5060 Type 3


11 / 19148 28 11/26/2025 6410 Type 3


11 / 19149 28 11/26/2025 6510 Type 2


11 / 19150 28 11/26/2025 6220 Type 3


Average Strength (psi): 7 Day ­ 5060 psi, 28 Day ­ 6380 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/28/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 12 Sample #: 5841 Placement Date: 10/30/2025 Technician: Crytser, Michael SunnyWeather Conditions: 42Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Northeast corner of laughing lab and Jackson creek
parkway


39.091706 / ­104.8558629Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


12 2216
12040565


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 6.6


Spec.: 5 ­ 8
141.6 65 42


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


12 / 19160 7 11/06/2025 4520 Type 3


Average Strength (psi): 7 Day ­ 4520 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 12 Sample #: 5841 Placement Date: 10/30/2025 Technician: Crytser, Michael SunnyWeather Conditions: 42Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Northeast corner of laughing lab and Jackson creek
parkway


39.091706 / ­104.8558629Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


12 2216
12040565


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 6.6


Spec.: 5 ­ 8
141.6 65 42


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


12 / 19160 7 11/06/2025 4520 Type 3


12 / 19161 28 11/27/2025 6010 Type 3


12 / 19162 28 11/27/2025 5570 Type 2


12 / 19163 28 11/27/2025 5470 Type 2


Average Strength (psi): 7 Day ­ 4520 psi, 28 Day ­ 5680 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/30/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 13 Sample #: 5859 Placement Date: 10/31/2025 Technician: Crytser, Michael SunnyWeather Conditions: 35Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Approximately 60 ft North of Northeast corner of fat tire
and Jackson creek


39.09101 / ­104.8556077Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


13 2002
12040619


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 7


Spec.: 5 ­ 8
140.8 65 35


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


13 / 19181 7 11/07/2025 4500 Type 2


Average Strength (psi): 7 Day ­ 4500 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 13 Sample #: 5859 Placement Date: 10/31/2025 Technician: Crytser, Michael SunnyWeather Conditions: 35Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Approximately 60 ft North of Northeast corner of fat tire
and Jackson creek


39.09101 / ­104.8556077Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


13 2002
12040619


10.00 Slump: 4 1/2
Spec: 3 ­ 5


Result: 7


Spec.: 5 ­ 8
140.8 65 35


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


13 / 19181 7 11/07/2025 4500 Type 2


13 / 19182 28 11/28/2025 5660 Type 3


13 / 19183 28 11/28/2025 5540 Type 2


13 / 19184 28 11/28/2025 5430 Type 3


Average Strength (psi): 7 Day ­ 4500 psi, 28 Day ­ 5540 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/30/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 14 Sample #: 5879 Placement Date: 11/03/2025 Technician: Hooker, Kirby CloudyWeather Conditions: 43Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb and gutter section on south side of Eastbound Hwy
105, directly East of intersection at Hwy. 105 and Jackson
Creek Pkwy.


39.0931051 / ­104.854175Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


14 2107
12040712


10.00 Slump: 3 1/2
Spec: 3 ­ 7


Result: 5.6


Spec.: 5 ­ 8
142.4 77 43


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


14 / 19222 7 11/10/2025 4900 Type 3


Average Strength (psi): 7 Day ­ 4900 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 14 Sample #: 5879 Placement Date: 11/03/2025 Technician: Hooker, Kirby CloudyWeather Conditions: 43Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: Curb and gutter section on south side of Eastbound Hwy
105, directly East of intersection at Hwy. 105 and Jackson
Creek Pkwy.


39.0931051 / ­104.854175Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


14 2107
12040712


10.00 Slump: 3 1/2
Spec: 3 ­ 7


Result: 5.6
Spec.: 5 ­ 8


142.4 77 43


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


14 / 19222 7 11/10/2025 4900 Type 3


14 / 19223 28 12/01/2025 6060 Type 2


14 / 19224 28 12/01/2025 6320 Type 3


14 / 19225 28 12/01/2025 6370 Type 2


Average Strength (psi): 7 Day ­ 4900 psi, 28 Day ­ 6250 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/15/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 15 Sample #: 5985 Placement Date: 11/10/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the northeast corner of Laughing Lab Way and Jackson
Creek Parkway.


39.0920071 / ­104.8549188Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


15 2215
12040965


10.00 Slump: 5
Spec: 4 ­ 6


Result: 6


Spec.: 5 ­ 8
140.3 68 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


15 / 19531 7 11/17/2025 4480 Type 3


Average Strength (psi): 7 Day ­ 4480 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/28/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 15 Sample #: 5985 Placement Date: 11/10/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the northeast corner of Laughing Lab Way and Jackson
Creek Parkway.


39.0920071 / ­104.8549188Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


15 2215
12040965


10.00 Slump: 5
Spec: 4 ­ 6


Result: 6
Spec.: 5 ­ 8


140.3 68 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


15 / 19531 7 11/17/2025 4480 Type 3


15 / 19532 28 12/08/2025 5090 Type 2


15 / 19533 28 12/08/2025 4980 Type 5


15 / 19534 28 12/08/2025 5050 Type 3


Average Strength (psi): 7 Day ­ 4480 psi, 28 Day ­ 5040 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/15/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 16 Sample #: 6005 Placement Date: 11/11/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 55Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: From the southeast corner of Jackson Creek Parkway and
Colorado Highway 105, 10 feet south.


39.092863 / ­104.8548765Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


16 2107
14045735


10.00 Slump: 4 1/2
Spec: 4 ­ 6


Result: 6


Spec.: 5 ­ 8
138.9 76 55


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


16 / 19587 7 11/18/2025 3910 Type 2


Average Strength (psi): 7 Day ­ 3910 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/28/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 16 Sample #: 6005 Placement Date: 11/11/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 55Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: From the southeast corner of Jackson Creek Parkway and
Colorado Highway 105, 10 feet south.


39.092863 / ­104.8548765Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


16 2107
14045735


10.00 Slump: 4 1/2
Spec: 4 ­ 6


Result: 6
Spec.: 5 ­ 8


138.9 76 55


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


16 / 19587 7 11/18/2025 3910 Type 2


16 / 19588 28 12/09/2025 4770 Type 2


16 / 19589 28 12/09/2025 4730 Type 3


16 / 19590 28 12/09/2025 4440 Type 2


Average Strength (psi): 7 Day ­ 3910 psi, 28 Day ­ 4650 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/15/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 17 Sample #: 6024 Placement Date: 11/12/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 57Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: At the southeast corner of Jackson Creek Parkway and Fat
Tire Drive.


39.0904508 / ­104.8555444Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


17 1915
14045763


10.00 Slump: 6
Spec: 4 ­ 6


Result: 6


Spec.: 5 ­ 8
138.6 75 57


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


17 / 19606 7 11/19/2025 4070 Type 2


Average Strength (psi): 7 Day ­ 4070 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/28/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 17 Sample #: 6024 Placement Date: 11/12/2025 Technician: Barnhart, Jayce SunnyWeather Conditions: 57Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: At the southeast corner of Jackson Creek Parkway and Fat
Tire Drive.


39.0904508 / ­104.8555444Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


17 1915
14045763


10.00 Slump: 6
Spec: 4 ­ 6


Result: 6
Spec.: 5 ­ 8


138.6 75 57


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


17 / 19606 7 11/19/2025 4070 Type 2


17 / 19607 28 12/10/2025 4890 Type 2


17 / 19608 28 12/10/2025 4840 Type 3


17 / 19609 28 12/10/2025 4950 Type 3


Average Strength (psi): 7 Day ­ 4070 psi, 28 Day ­ 4890 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 18 Sample #: 6039 Placement Date: 11/13/2025 Technician: Barnhart, Jayce Partly CloudyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southeast corner of Jackson Creek Parkway and Fat
Tire Drive.


39.0909026 / ­104.8554138Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


18 4027
12041099


10.00 Slump: 4
Spec: 4 ­ 6


Result: 5


Spec.: 5 ­ 8
141.5 77 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


18 / 19708 7 11/20/2025 4310 Type 3


Average Strength (psi): 7 Day ­ 4310 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/28/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 18 Sample #: 6039 Placement Date: 11/13/2025 Technician: Barnhart, Jayce Partly CloudyWeather Conditions: 60Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southeast corner of Jackson Creek Parkway and Fat
Tire Drive.


39.0909026 / ­104.8554138Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


18 4027
12041099


10.00 Slump: 4
Spec: 4 ­ 6


Result: 5
Spec.: 5 ­ 8


141.5 77 60


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


18 / 19708 7 11/20/2025 4310 Type 3


18 / 19709 28 12/11/2025 5280 Type 2


18 / 19710 28 12/11/2025 5590 Type 2


18 / 19715 28 12/11/2025 5560 Type 2


Average Strength (psi): 7 Day ­ 4310 psi, 28 Day ­ 5480 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 19 Sample #: 6152 Placement Date: 11/20/2025 Technician: Bowyer, Jack CloudyWeather Conditions: 54Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southwest corner of Fat Tire Drive and Jackson
Creek Parkway.


39.0908904 / ­104.8561364Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


19 4029
14046274


11.00 Slump: 5 1/4
Spec: 4 ­ 6


Result: 5.7


Spec.: 5 ­ 8
142.4 70 54


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


19 / 20018 7 11/27/2025 4330 Type 3


Average Strength (psi): 8 Day ­ 4330 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/30/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 19 Sample #: 6152 Placement Date: 11/20/2025 Technician: Bowyer, Jack CloudyWeather Conditions: 54Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southwest corner of Fat Tire Drive and Jackson
Creek Parkway.


39.0908904 / ­104.8561364Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


19 4029
14046274


11.00 Slump: 5 1/4
Spec: 4 ­ 6


Result: 5.7
Spec.: 5 ­ 8


142.4 70 54


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


19 / 20018 7 11/27/2025 4330 Type 3


19 / 20019 28 12/18/2025 5570 Type 2


19 / 20020 28 12/18/2025 4630 Type 2


19 / 20021 28 12/18/2025 5410 Type 2


Average Strength (psi): 7 Day ­ 4330 psi, 28 Day ­ 5210 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/21/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 20 Sample #: 6174 Placement Date: 11/21/2025 Technician: Bowyer, Jack SunnyWeather Conditions: 38Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southeast corner of Fat Tire Drive and Jackson
Creek Parkway.


39.0904677 / ­104.8555012Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


20 2216
12041459


11.00 Slump: 5 1/4
Spec: 4 ­ 6


Result: 5.4


Spec.: 5 ­ 8
142.8 71 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


20 / 20066 7 11/28/2025 4560 Type 3


Average Strength (psi): 7 Day ­ 4560 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


11/30/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 20 Sample #: 6174 Placement Date: 11/21/2025 Technician: Bowyer, Jack SunnyWeather Conditions: 38Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: ZCDOT45878­4 4500Specified Strength (psi):


Placement Location: Sidewalk Location Details: At the southeast corner of Fat Tire Drive and Jackson
Creek Parkway.


39.0904677 / ­104.8555012Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


20 2216
12041459


11.00 Slump: 5 1/4
Spec: 4 ­ 6


Result: 5.4
Spec.: 5 ­ 8


142.8 71 38


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


20 / 20066 7 11/28/2025 4560 Type 3


20 / 20067 28 12/19/2025 5410 Type 3


20 / 20068 28 12/19/2025 5470 Type 2


20 / 20069 28 12/19/2025 5660 Type 2


Average Strength (psi): 7 Day ­ 4560 psi, 28 Day ­ 5520 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 21 Sample #: 6186 Placement Date: 11/24/2025 Technician: Anderson, Paul SunnyWeather Conditions: 46Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: East side walk 75' North and 10' East of Northeast corner
of intersection of Jackson Creek Parkway and Fat Tire
Drive.


39.0908211 / ­104.8553612Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


21 4015
14046379


10.00 Slump: 4
Spec: 3 ­ 5


Result: 6.5
Spec.: 5 ­ 8


141.2 68 46


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


21 / 20120 7 12/01/2025 4570 Type 3


Average Strength (psi): 7 Day ­ 4570 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


12/15/2025
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 








Set #: 21 Sample #: 6186 Placement Date: 11/24/2025 Technician: Anderson, Paul SunnyWeather Conditions: 46Air Temp (°F):


Contractor: K&S Enterprises Supplier: SRM Mix Design: CDOT45878­4 4500Specified Strength (psi):


Placement Location: Curb & Gutter Location Details: East side walk 75' North and 10' East of Northeast corner
of intersection of Jackson Creek Parkway and Fat Tire
Drive.


39.0908211 / ­104.8553612Lat/Long:


PLACEMENT DATA


Set # Truck # Ticket # Load Vol (yd³) Slump (in) Air Content (%) Unit Weight (lb/ft³) Concrete Temp (°F) Air Temp (°F)


21 4015
14046379


10.00 Slump: 4
Spec: 3 ­ 5


Result: 6.5
Spec.: 5 ­ 8


141.2 68 46


STRENGTH DATA


Set / Test Age
(days)


Test Date Strength (psi) Fracture
Pattern


21 / 20120 7 12/01/2025 4570 Type 3


21 / 20121 28 12/22/2025 5830 Type 3


21 / 20122 28 12/22/2025 5850 Type 2


21 / 20123 28 12/22/2025 5580 Type 2


Average Strength (psi): 7 Day ­ 4570 psi, 28 Day ­ 5750 psi, 28 Day ­ 5840 psi


Concrete Test


Entech Engineering
505 Elkton Dr.
Colorado Springs , CO 80907
Phone: 719­531­5599


Client:


Classic Communities
2138 Flying Horse Club Drive
Colorado Springs, CO 80921


Project:


221459
Jackson Creek Parkway & State Highway 105
Jackson Creek Parkway & State Highway 105
Monument, CO


Page 1 of 2Page 1 of 1


01/05/2026
Reviewed by: Dylan Gassmann, PE





		SignatureField1: 





